IM EX AI OokymeHT Ne LAB-00193

Industrial Polymer Marketplace OaTta Bbinycka: 07.10.2026

MpoTokon nabopaTopHbIX UCNbITAHUN

PP 030SG

NcnbiTaTenbHasa nabopaTtopus NabopaTtopus «UzStandard Test», r. TalkeHT
ATTecTaT akKpeguTauuu UZ.AMT.7480

O6BbEeKT MCMbITaHUN PP 030SG

HaTa noctynneHus obpas3ua 08.08.2026

JaTa ncnbiTaHumn 11.08.2026

I P93y.l1 bTaTbl UCMbITAHUN

Moka3aTenb Pe3ynbTaT MeTop, 3aknuyeHue

nTe 3,0 r/10 MuH ISO 1133 COOTBETCTBYeT
XapakTepucTunka Fomononumep Bu3syasnbHbIi KOHTPOJIb COOTBEeTCTBYeT
XapakTepucTtumka MuweBon gonyck Bu3ayasbHbI KOHTPOJIb COOTBETCTBYeT

| 3aknwyeHune nabopatopum

MpepncTaBiieHHbIN 06pa3eL, Mo NPoBEPEHHbIM NOKa3aTesisiM COOTBETCTBYET 3asiBJIEHHOMN
MapKe. Pe3ynbTaTbl PAaCNpPOCTPAHSITCS TOJIbKO Ha UCMbITaHHbIA obpased.

PykosoanTenb NH>xeHep-
nabopatopun ncnbiTaTesb

[oKkyMmeHT cdopmumposaH niatgopmon IMEX Al. NMoO/IMHHOCTbL MNOATBEP)KAAETCA NOCTaBLMKOM. HacToAawmn
OOKYMEHT He 3aMeHsieT AOoroBOPHbIX creumndukaumi.
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