IM EX AI OokymeHT Ne LAB-00232

Industrial Polymer Marketplace OaTta Bbinycka: 07.10.2026

MpoTokon nabopaTopHbIX UCNbITAHUN
ABS ABS-121H

NcnbiTaTenbHasa nabopaTtopus NabopaTtopus «UzStandard Test», r. TalkeHT
ATTecTaT akKpeguTauuu UZ.AMT.2384

O6BbEeKT MCMbITaHUN ABS ABS-121H

HaTa noctynneHus obpas3ua 29.07.2026

JaTa ncnbiTaHumn 01.08.2026

I P93y.l'l bTaTbl UCMbITAHUN

Moka3aTenb PesynbTaTr MeTop, 3aknyeHue
nTe 1,8 r/10 MmuH ISO 1133 COOTBETCTBYEeT
XapakTepucTunka TepMOCTONKNI Bu3syasnbHbI KOHTPOJIb CcOoOTBeTCTBYeT

| 3aknoyeHune nabopatopum

MpencTaBneHHbI obpasel, Mo NPOBEPEHHbBIM MOKAa3aTeNsaM COOTBETCTBYET 3aAB/I€HHOMN
Mapke. Pe3ynbTaTbl pacnpoCTPaHSATCS TOJIbKO Ha UCMbITaHHbIA obpased.

PykosoaunTenb NH>xeHep-
nabopaTtopum ucrnbelTaTesb

OokymeHT cchopmumpoBaH naatgopmon IMEX Al. NMooNMHHOCTb NOATBEPXKAAETCHA NMOCTaBLLMKOM. HacToawmn
OOKYMEHT He 3aMeHsieT AO0rOBOPHbIX cneundukaumni.
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